B 5375 Chillicothe Road

Sieve Analysis of Fine and Coarse Aggregates

gy 5 ASTM C136
6 A Phone: 440-256-6500
R .
Soil and Materials Engineers, Inc.
Project: $:Set?§g Sand and Stone - Misc. Lab Sample Description: Gray quarry SAND
Location: Painesville, Ohio Sample Location: ---
Project #: - Sample #: 8902
Date: 8/8/2013
SIEVE ANALYSIS ASTM C136
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GRAIN SIZE IN MILLIMETERS
ODOT #304
Specifications, Total Individual
Sieve Total Percent Percent Percent Percent
Sieve # size, mm Passing Passing Retained Retained
3 75 100 0 0
2-1/2" 62.5 100 0 0
2" 50 100 100 0 0
1-1/2" 37.5 100 0 0
1" 25 100 70 to 100 0 0
3/4" 19 100 50 to 90 0 0
1/2" 1256 100 0 0
3/8" 9.5 100 0 0
#4 475 96 30 to 60 4 4
#8 2.36 87 13 9
#10 2 85 15 2
#16 1.18 78 22 t 4
#20 0.85 75 25 3
#30 0.6 72 91033 28 3
#40 0.43 70 30 2
#50 0.3 66 34 3
#100 0.15 49 51 18
#200 0.08 24.6 Oto 15 75.4 24.0
Dgo= 0.23 mm C,=Dgo/D1o= N/A
D3o= 0.092 mm Cc=(D30)*/(D10"Deo)= NIA
Dio= N/A
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